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DONGGUAN SHI QI LONG ELECTRICITY CO.,LTD.

YE WU INDUSTRIAL AREA MEI LING DA LING SHAN TOWN DONGGUAN 

CHINA.

This report is to supersede test report CANEC1701631605.

The following sample(s) was/were submitted and identified on behalf of the clients as : PVC environmental 

protection materials.

SGS Job No. : CP17-004159 - GZ.

Client Ref. Info. :. Used for Natre 

transparent,white,black,yellow,grey,blue,green,red,brown,purple,golden,silver,sil

ver grey,orange,pearl color mixture.

Date of Sample Received :. 08 Feb 2017.

Testing Period :. 08 Feb 2017 - 17 Feb 2017.

Test Requested :. Selected test(s) as requested by client..

Please refer to next page(s)..

Please refer to next page(s)..

Test Method :.

Test Results :.

Almay Gao.

Approved Signatory.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Description.

SN1. CAN17-016316.005 Black sheet.

Remarks :.

(1) 1 mg/kg = 0.0001%.

(2) MDL = Method Detection Limit.

(3) ND = Not Detected ( < MDL ).

(4) "-" = Not Regulated.

PFOS  (Perfluorooctane sulfonates).

Test Method :. With reference to CEN/TS15968:2010, analysis was performed by LC-MS..

Test Item(s). CAS NO. Unit. MDL. 005.

Perfluorooctane Sulfonates (PFOS)^. -. mg/kg. 10. ND.

Notes :.

(1) ^ PFOS refer to Perfluorooctanesulfonic acid and its derivatives including Perfluoroctanesulfonic acid, 

Perfluoroctane sulfonamide, N-Methylperfluoroctane sulfonamide, N-Ethylperfluoroctane sulfonamide, 

N-Methylperfluoroctane sulfonamidoethanol and N-Ethylperfluoroctane sulfonamidoethanol..
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ATTACHMENTS 
 

PFOA / PFOS Testing Flow Chart 
 
1) Name of the person who made testing: Zhihong Wang 
2) Name of the person in charge of testing: Qiong Liu 
 

Sample cutting / preparation 

Sample Measurement 

Solvent extraction 

Concentration/Dilution 

Filtration 

LC-MS 

DATA 



Test Report. No. CANEC1701631615  A01 Date: 20 Feb 2017. Page 4 of 4.

Sample photo:.

CANEC1701631615  A01

CAN17-016316.005.

SGS authenticate the photo on original report only.

*** End of Report ***.
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